
1

2

3

4

5

6

7

8

9

10

Avergae

Direction        Specimen No.      After Flame         After Glow        Char Length       Compliance
(Seconds)           (Seconds)            (Inches)

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.1

0.1

0.1

0.1

0.1

0.1

0.1

0.1

0.1

0.1

N/A

Lengthwise
Only

Current: Passed
Proposed: Passed

Requirements

Current

Proposed

Average, Maximum

Individual, Maximum

Average, Maximum

Individual, Maximum

None

2.0 seconds

4.0 seconds

None

N/A

N/A

N/A

N/A

None

6.0 inches

None

6.0 inches

OVERALL

COMPLIANCE

PASS

2/

2/

2/

2/

1/

TABLE II

FLAMMABILITY PER CALIFORNIA ADMINISTRATIVE CODE TITLE 19 SECTION 1237,
12-SECOND TEST, SMALL SCALE TEST, ORIGINAL CONDITION ONLY (INTERIOR USES)

Certificates Available Upon Request


